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CHROME COPPER
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ZINC

ALASKAN COPPER WORKS
3200 FACILITY
JUNE 4, 1998
COMPOSITE M11278
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LIMITS

CHROME ‘
COPPER
NICKEL

ZINC

ALASKAN COPPER WORKS
3200 FACILITY
JUNE 11, 1998
COMPOSITE M11360

. VISUAL REPRESENTATION OF THE LAB RESULTS

CHROME COPPER NICKEL . ZINC
RESULTS "~ 0.82 0.44 0.87 0.09
LIMITS 2.75 3.00 2.50 261

CHROME COPPER - NICKEL - - ZINC
RESULTS ~ 0.92 0.58 0.88 -0.05
LIMITS 2.75 3.00 250 261
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" RESULTS
CHROME

O ok ZINC T copees NICKEL ZINC
ALASKAN COPPER WORKS | | ALASKAN COPPER WORKS
3200 FACILITY 3200 FACILITY
JUNE 18, 1998 | JUNE 25, 1998
COPMOSITE M11446 | | COMPOSITE M76620

; VISUAL REPRESENTATION OF THE LAB RESULTS

CHROME -COPPER  NICKEL- = ZINC CHROME COPPER NICKEL ZINC
RESULTS . 0.43 0.37 0.46 0.05 CRESULTS 077 0.59 0.83 0.10
LIMITS 2.75 3.00 2.50 2.61 LIMITS 2.75 3.00 2.50 2.61
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